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Figure 1 Schematic illustrating the preparation of FeNiCrY2O3 cast alloys with ODS compositions varying from 0 to 2.0% by weight of Y2O3.
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Weighing of Fe, Ni, Cr, and Pre-linking Fe+Y20s for 30 mins. then Planetary milling for 20
Y205 powders (0 to 2 wt.%) add Ni+ Cr and grind for the next 30 hours with a frequency of 25
mins. Hz and a 5-minute pause.
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